Technical Report No: 70.400.06.113.02
Date: Feh.28, 20086

China

Applicant:
Manufacture name:
Contact person:
Test subject: Sample 001: Cable ties (Black, Nylon66)

Sammple 002. Cable ties (Natural, Nylon66)
Sample Description: See piclures attached on Page 3
Date of Sample Feb.20.2006
Received:
Date of tests started: Feb.21,2006
Test conducted: PAH ( Polycyclic Aromatic Hydrocarbons) content
Test method: According as 13013877, PAH analysis was determined by

GC/MS.
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